Figure 29: Photograph of the Twin auger system during the inspection in the workshop

In the EB project, a wooden model representing only the upper part of the tunnel situation was used for the
emplacement test experiments. For the ESDRED project we wanted to have a more realistic and more
robust steel model with a round shape representing the full tunnel situation. But for easier handling and for
performing more tests in the given time we reduced the scale of the model by 20% (1:1.25; from 2.5 to 2.0
m diameter). A second improvement with the steel model was the possibility to have 11 openings around the
surface of the model for sampling and analyzing the geotechnical bentonite parameters as water content,
grain size distribution and emplacement density.

The model representing the tunnel situation with a dummy canister on the bentonite blocks was constructed
from steel. The left photo (a) of Figure 30 shows the outside view of the model from the back; the right
photo (b) provides a look inside into the model where the dummy canister and the slope of the backside are
visible.

The steel model was backfilled with granular bentonite material using the Twin auger system (see
Figure 31). The accurate volume of the steel model has been determined by the company FLOTRON AG
(Engineers for Surveying, Photogrammetry and Civil Engineering). This number is quite important for the
calculation of the final emplacement density. To fix the precise volume of the steel model, the model was
split into regular volumes (like cylinders and cubes). To check the model on differences and irregularities,
they scanned the surfaces with a laser-range theodolith. The calculation of the volume was made by regular
volumes with the true dimensions from the surveying. The detected irregularities were considered.

The result of the volume determination was the following:

« Total filling volume: ~ 7.21 m’
* Accuracy: +1%
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(a)

(b)

Figure 30: Photographs of the empty steel model - whole model (a) and annular gap (b)
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Figure 31: Photographs taken during emplacement of the granular bentonite

[ESDRED]
Date of issue of this report: 30 January 2009

62/112



Granular material considerations

For the EB project, the bentonite for the blocks, originally produced for the FEBEX experiment at Grimsel
Test Site, were obtained from a Spanish quarry near Almeria, the so called “Serrata bentonite”. Therefore,
the same material was used for the production of the pellets. In preparation for the EB experiment NAGRA
undertook several tests with “Calcigel bentonite” provided by Siidchemie, Germany. The production of the
granulated material was done in the Rettenmaier facilities in Holzmiihle, Germany. For the ESDRED
project, neither the proposal nor the contract documents did specify where the bentonite materials were to
come from. NAGRA decided to use Wyoming bentonite MX-80 from Amcol Chemicals (United Kingdom).
MX-80 is one of the best studied and characterized bentonites.

The purpose of this section is to describe and present the results of the individual actions that were taken
from February 2005 through July 2006 within the ESDRED project, leading up to the production of suitable
granular bentonite material for the emplacement tests.

The sodium-bentonite MX-80 was delivered from Wyoming via the United Kingdom in a conditioned,
slightly granulated state to improve the pourability and pelletizing behaviour. The calculated parameters of
the sieve curve are far from the values of the Fuller curve. Low values for the pour bulk density were
expected. The determined pour bulk density was 1.11 g/cm® and recalculated to the dry density 1.00 g/cm’
(water content 10.8%). The vibrated maximum bulk density was 1.30 g/cm’ and the calculated dry density
1.17 g/em’. The bulk density of the small bentonite granules, determined with MIP was 1.43 g/cm’ and
recalculated to the dry density 1.29 g/cm’. The total porosity of the slightly granulated bentonite material
was 48.8%.

Pelletizing experiments with pure bentonite material and with admixtures of sand were carried out at the TU
Bergakademie Freiberg (Germany) and at Rettenmaier AG (Germany). The produced granules were
analyzed in the IGT ClayLab of ETH-Ziirich for their bulk density, water content and porosity. During
pelletization of the bentonite, an increase of the bulk grain dry density from 1.17 g/cm’ to 2.10 g/em® with
simultaneous halving of porosity was achieved.

Table 8 summarizes the obtained pellet density and porosity. The densities of the produced bentonite
briquettes were found as very inhomogeneous. The outer zone was hard and showed a higher density and
lower porosity. The inner zone was soft and showed a remarkable lower density. The size of the briquettes
seems to be too large for a homogeneous compaction.

The coarse fraction of the granular bentonite material was rounded before it was used for the emplacement
experiments. The rounding improved the flowability and produced a better-graded grain size distribution
and therefore a higher emplacement density. The rounding was carried out by blowing the granular
bentonite with air pressure through a 200 m long steel pipe with a conventional shotcrete gun. Table 9
summarizes the bulk density, water content and medium grain size before and after rounding. Figure 32
shows the effect of rounding on the shape of the granules.

The emplacement tests were performed with certain mixtures of coarse and fine granulates. Table 10 gives
the bulk density, water content and grain size of the bentonite fine fraction.
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Table 8: Bentonite densities and porosities

Sample grain wet | grain dry | water total average
density p density p, | content | porosity pore radius

g/em’ g/em’ % % nm

Pretests Rettenmaier & Sohne

pure bentonite (Kunigel V1) 2.065 1.992 6.95

bentonite plus 25% quartz 2.155 2.052 4.78

sand 0.1-0.5 mm

bentonite plus 25% quartz 2.017 1.930 431

sand <0.1 mm

bentonite plus 50% quartz 2.247 2.163 3.73

sand 0.1-0.5 mm

Pretests University of Freiberg

pure bentonite (MX-80) 2.200 2.104 4.55 14.20 5.96

bentonite plus 30% quartz 2.171 2.115 2.65 16.39 6.03
sand 0.1-0.5 mm

Rettenmaier & Sohne Pellets pure MX-80 (used for the emplacement tests)

AB1 material before test A 2.207 2.099 5.10
(fraction >0.5 mm)
Z fine admixture 2.107 1.999 5.40 20.32 6.47
(0.5-1.5 mm)
EB material before test E 2.070 1.962 5.48 16.29 5.26
(fraction >0.5 mm)
BR coarse briquettes 1.896 1.802 5.22 23.49- 10.37-7.99
(1.73-2.05) | (1.65-1.95) 18.03
Table 9: Bulk density, water content and medium grain size before and after rounding
Sample p Pm w P Pmd ds
g/em’ g/em’ % g/em’ g/em’ mm
granular bentonite coarse fraction 1.20 1.36 50 1.15 1.30 3234
V1 rounded (200 m) 1.33 1.55 5.2 1.26 1.47 3.137
V1 fraction <2 mm 1.43 1.59 5.1 1.36 1.51
V2 rounded (100 m) 1.44 1.49 5.2 1.36 1.41 3.258
With: p = bulk density / wet density [g/cm’] of loosely filled material from 50 cm height
£m = bulk density / maximum wet density [g/cm’] of vibrated material on a sieve shaker table
w = water content [%] in weight-% of dried material
Pu = dry density [g/cm’] of loosely filled material from 50 cm height
Pma = dry density / maximum dry density [g/cm’] of vibrated material on a sieve shaker table
dso = median grain size

Table 10:  Density, water content and grain size of granular bentonite fine fraction (0.5-1.5 mm)

Sample i Pm W P Pma dsy
g/em’ g/em’ % g/cm’ g/em’ mm
granular bentonite fine fraction 1.10 1.21 5.10 1.05 1.16 0.824
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Figure 32: Changes in grain shape before (left) and after (right) the rounding process
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2.3.7 Execution of the tests

In July 2006, over a two week period, 6 emplacement tests (A to E) were executed. The first emplacement
test (A) was carried out with rounded coarse granular bentonite without any additions. The material was
removed after filling was finished and refilled in “big bags”. This material was then mixed on site with
different amounts of the fine fraction for the next filling runs.

Before the last filling run E, coarse unrounded bentonite briquettes (grain size up to 40 mm, on site water
content 4.8 %) were added. The runs C, D and E were carried out twice (repeat runs, code w).

In all, the following emplacement tests were performed:

. A 100% coarse granulates

. B: 92.3% coarse granulates, 7.7% fine granulates

. C: 85% coarse granulates, 15% fine granulates

. Cw:  85% coarse granulates, 15% fine granulates (same material as run C)

This was a repeat run.
. D: 70% coarse granulates, 30% fine granulates
. Dw: 70% coarse granulates, 30% fine granulates; repeat run (same material as run D)

This was a repeat run. In run D, some technical problems occurred with the optimal auger
position, so the emplacement densities of this test are not representative for this material
mixture. We decided to repeat this test with the same material.

. E: 64.1% coarse granulates, 27.5% fine granulates, 8.4% very coarse briquettes
. Ew: 64.1% coarse granulates, 27.5% fine granulates, 8.4% very coarse briquettes (same as run E

This was a repeat run, but with a slightly different emplacement procedure. Instead of
emplacing the material in layers as in the runs before, in run Ew only one layer was filled
in. The auger position was kept at the top, close to roof.

As part of the testing, a comprehensive laboratory testing program was executed to investigate the
performance of the system. Bentonite samples were taken sequentially from the “big bags” before filling for
grain size distribution, water content and bulk density. After every backfill operation of the model, the
following parameters were investigated:

+ global bulk density

* local densities at 11 predefined points at the outer surface of the steel model;
Ten of the sample points are shown on Figure 33(a). The eleventh sample was taken from the backside
(see Figure 30). The taking of samples is illustrated by Figure 33(b).

* particle size distribution measurements of the granular bentonite material before and after emplacement
at selected points at the outer surface of the steel model

* water content measurements of the granular bentonite material before and after emplacement

» other properties of the granular material as mineralogy, swelling pressure, thermal conductivity, etc.
will be as well determined at this ESDRED samples. But this analyses will be directly financed from
NAGRA
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(a)

Figure 33: 3D view of the steel model with sampling locations (a) and sampling itself (b)

Measurements before filling

(b)

Bentonite samples were taken sequentially from the “big bags” before filling for grain size distribution,
water content and bulk density. Table 11 provides a summary of the bulk densities and water content before
filling (see Table 9 for explanation of symbols).

Table 11:  Average values and span of bulk density and water content of bentonite before filling
Bulk material p Pm w pPd Pmd
g/em’ g/em’ % g/em’ g/em’

Bentonite A (bulk) 1.53 1.70 5.15 1.46 1.61
(1.49-1.58) (1.62-1.81) (5.1-5.2) (1.41-1.51) (1.54-1.72)

Bentonite B (bulk) 1.54 1.69 5.18 1.47 1.61
(1.52-1.57) (1.65-1.76) (5.10-5.40) (1.44-1.49) (1.57-1.67)

Bentonite C (bulk) 1.53 1.69 5.32 1.45 1.61
(1.51-1.54) (1.66-1.74) (5.30-5.40) (1.44-1.47) (1.58-1.65)

Bentonite Cw (bulk) 1.55 1.74 5.30 1.48 1.66
(1.53-1.57) (1.73-1.77) (5.20-5.60) (1.45-1.50) (1.64-1.69)

Bentonite D (bulk) 1.52 1.70 5.38 1.44 1.61
(1.50-1.54) (1.66-1.73) (5.30-5.50) (1.42-1.46) (1.58-1.64)

Bentonite Dw (bulk) 1.52 1.71 5.50 1.44 1.62
(1.48-1.53) (1.68-1.73) (5.40-5.60) (1.40-1.45) (1.59-1.64)

Bentonite E (bulk) 1.56 1.73 5.46 1.48 1.64
(1.55-1.57) (1.70-1.75) (5.40-5.60) (1.47-1.49) (1.61-1.66)

Bentonite Ew (bulk) 1.55 1.72 5.66 1.47 1.63
(1.53-1.57) (1.71-1.75) (5.50-5.80) (1.45-1.49) (1.62-1.66)
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Measured bulk density after filling

After each emplacement test, the bulk density of the whole silo emplacement was measured. The bulk
density is the net weight of buffer material over total volume of the test section. Table 12 summarizes the
measured bulk densities after emplacement. The results in this table are as well graphically reflected in
Figure 34.

The bulk densities of the granular bentonite material show only small changes for different admixtures of
fine granular bentonite and bentonite briquettes. The water content increased only slightly during the test

runs from 5.0 % to 5.8 %. The results are very promising as the required densities can be reached reliably
(see NAGRA report NAB 07-24 [9])

Table 12:  Bulk densities of the whole silo emplacement

charge bulk wet density | w bulk dry density

g/em’ % g/em’
A 100% coarse rounded granular material 1.457 5.1 1.386
B 92.3% coarse, 7.7% fine 1.558 5.2 1.481
C 85% coarse, 15% fine 1.556 5.3 1.478
Cw 85% coarse, 15% fine; repeat run 1.554 52 1.477
D 70% coarse, 30% fine 1.521 5.4 1.443
Dw 70% coarse, 30% fine repeat run 1.560 5.5 1.479
E 64.1% coarse, 27.5% fine, 8.4% briquettes 1.595 5.4 1.513
Ew 64.1% coarse, 27.5% fine, 8.4% briquettes 1.548 5.5 1.468
Repeat run; only one layer, augers at top, close to roof
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Figure 34: Bulk densities of the whole silo emplacement
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2.3.8 Evaluation of results and summary of conclusions

As part of the testing, a comprehensive laboratory testing program was executed to investigate the
performance of the system. The results were evaluated and compared to the predicted and required buffer
parameters.

NAGRA is satisfied with the results of the work to date in producing a bentonite granular mixture that meets
the original project expectations. The production done commercially to date demonstrated that the basic
principles of agglomeration and compaction and adequate equipment already exist to create high density
pellets of compacted bentonite. These can subsequently be ground and mixed to achieve emplacement
densities of 1.5 g/cm’ using powdered raw material with water contents in the range of 5 to 6 %.

With the existing test setup we could not sample the material for homogeneity (density and grain size
distribution) inside the steel model. But we executed a lot of measurements on the material before filling
and afterwards through eleven sampling points from the steel model outside. The homogeneity of the
bentonite after mixing was quite good, of the samples somewhat less.

In theory the optimal emplacement densities can be reached with a bimodal grain size distribution with
diameters 1:10 and a fraction of about 70% of the coarse material. In our test series we started off with the
100% coarse fraction, then we added in steps more and more of the fine fraction. Of course with 100% of
the coarse fraction the reached emplacement was not very good. But after adding 15% of the fine fraction it
improved quite a lot, and afterwards with further increasing the amount of fine material the increase in
emplacement densities were not significant anymore.

Overall, our system of emplacement of granular bentonite mixture was very robust
The following aspects could be improved in the future:

*  With further drying of the bentonite raw material to about 2 to 3%, instead of about 5%, it would be
possible, if necessary, to increase the emplacement dry densities by 2 to 3%, but the technique to
produce pellets with very low water content bentonite must be improved.

* In laboratory tests at ETH-Zurich we could demonstrate that adding about 25% of a very coarse
fraction with granule diameters of 2 to 3 cm could increase the emplacement dry densities by about 5%,
but the technique to produce large, homogenous high density pellets with low water content must be
improved.

* The emplacement equipment will need some fine tuning in order to further improve the handling. On
the basis of the developed twin auger system, a few years ago for the EB-Emplacement Tests at Mont
Terri we used a single auger system, we could, if necessary, easily construct a system with four augers.
A technical improvement would be the steering of the individual augers in all directions with hydraulic
systems.

* Alternative buffer materials to Wyoming bentonite MX-80 will be studied in the future, for example
within the framework of a NAGRA-SKB cooperation with the projects LOT (Long Term Test of
Buffer Material) and ABM (Alternative Buffer Material) at the Aspd Rock Laboratory.

*  We will study in the future as well the production and the behavior of sand / bentonite and possibly
rock fragments / bentonite granulate mixtures

[ESDRED]
Mod1-WP6-D6 — Module 1 Final Report
Dissemination level: PU 69/112
Date of issue of this report: 30 January 2009



24 Seal performance testing (by GRS)
2.4.1 Logic of project implementation and planning

From the beginning, the successful execution of the SB experiment has been based on the sequential
conduction of preceding laboratory investigations for the determination of most suited material mixtures and
their specific material parameters, the conduction of mockup tests before going in-situ for testing seal
material installation techniques and for checking the time periods needed to reach full seal saturation and for
checking the numerical models used to design the in-situ experiments at the MTRL, and finally to conduct
the in-situ experiments on basis of proven experimental techniques for demonstrating the seal function
under representative in-situ conditions.

2.4.2 Input data and functional requirements

As already mentioned in Section 1.5.1 two alternative disposal concepts for two different types of high-level
waste (HLW) are considered in Germany:

1. The borehole disposal concept considering the disposal of HLW steel canisters containing either
vitrified fission products remaining from SF reprocessing or cut SF in deep vertical boreholes,

2. The drift disposal concept considering the disposal of Pollux steel casks containing non-
reprocessed Spent Fuel assemblies in backfilled disposal drifts.

One function to be fulfilled by the sealing material is to act as a preferential pathway for gases, either being
generated by anaerobic corrosion of the waste canister or by radiolysis of formation water in the dry state as
well as in the saturated state. If the gas entry pressure as well as the break-through pressure of the SB
material is kept sufficiently below the gas entry pressure of the host rock, high gas pressure in the disposal
room will not develop.

Another function to be fulfilled on the long term is to provide sufficiently low permeability to water in the
saturated state so that the migration of radionuclides out of the repository is hindered once being leached
from the waste forms.

The aforementioned material properties seem to be contradictory, but can be achieved when using
moderately compacted clay-sand mixtures as buffer material. Optimized material mixtures exhibit a high
gas permeability in the unsaturated state and even after water uptake from the host rock they exhibit a
comparably low entry and break-through pressure to gas. On the contrary, because of the swelling of the
clay minerals after water uptake, the permeability to water in the saturated state is comparably low and
hence, migration of leached radionuclides out of the disposal areas is diffusion controlled like in the
undisturbed host rock.

2.4.3 Studies, computer modelling

Preceding both the above-mentioned mockup and in-situ experiments are scoping calculations performed to
enable proper design of the experiments and to validate, at a later stage, the used codes and THM models by
comparing modelling and test results. GRS applies the code CODE BRIGHT developed by the Technical
University of Catalonia (UPC) in Barcelona. Note that the GRS has used version 2.3 of the code for the
calculations within ESDRED. Future calculations will most likely be done with version 3.0.

The Barcelona Basic Model (BBM) implemented in CODE BRIGHT is an elasto-plastic model able to
represent many mechanical features of unsaturated soils in a consistent and unified manner. In the

[ESDRED]
Mod1-WP6-D6 — Module 1 Final Report
Dissemination level: PU 70/112
Date of issue of this report: 30 January 2009



framework of the project it was used for the assessment of the mechanical behaviour of the sealing materials
and the Opalinus clay. Gas and water flow was modelled according to Darcy's law and the molecular
diffusion of water vapour is governed by Fick's law. The mass of water vapour per unit volume of gas is
determined via the psychrometric law and the solubility of air in water is controlled by Henry's law. The
hydraulic parameters for the clay/sand mixtures such as relative permeability and capillary pressure as
functions of saturation were established by extrapolation of the two-phase flow data obtained in the
KENTON project and additionally validated through special laboratory saturation tests on small samples.

The scoping calculations for designing the tests have been conducted by using material parameters
preliminarily determined during the preceding laboratory tests and taken from literature. The parameters for
the Opalinus Clay were taken from the literature as well (see Zhang et al., 2004 [21]).

The calculations focused on prediction of testing conditions such as adequate injection pressures for water
and gas, duration of water saturation, ranges of measuring parameters (gas and water flux, swelling
pressure, total pressure etc.), and determination of initial and boundary conditions in the in-situ test field. In
the scoping calculations, the materials installed in the mockup and in-situ tests were assumed as
homogeneous and isotropic. Processes prevailing in the materials during the tests were considered as
coupled THM processes, so that the following balance equations were to be solved: balance of energy,
balance of water mass, balance of air mass, and balance of momentum (equilibrium).

As a first step of the test design activities, scoping calculations were performed to assess the time needed to
reach full saturation in the mockup and in-situ experiments (see Rothfuchs et al., 2005 [21]).

Scoping Calculations for the Mockup Tests

The mockup tests are designed as a full-scale replica of the envisaged in the in-situ experiments. The only
deviation from reality is the steel tube simulating the 0.31 m wide and 3 m deep test borehole at MTRL.
Figure 35 shows a photo of the mockup, the numerical model and the calculation steps used in the
numerical simulation of the mockup test.
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Figure 35: Photo (a), numerical model (b) and calculation steps(c) of the SB mockup
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According to the foreseen test procedure the following steps were considered in the calculations:

» Step 1: Water injection at constant water pressure to determine evolution of water saturation and
time needed for full saturation;

* Step 2: Water flow through the saturated seal at constant injection pressure and measurement of
water outflow

* Step 3: Reduction of the water pressure down to atmospheric pressure to examine the swelling
pressure (remaining total stress) in the seal;

» Step 4: Gas injection into the saturated seal at constant flow rate to determine gas entry/break-
through pressure and gas outflow.

Scoping Calculations for the in-situ Experiments

Scoping calculations for the in-situ experiments were done to obtain an assessment of initial and boundary
conditions and the duration of seal saturation under in-situ conditions. Due to excavation and ventilation of
the test niche at the MTRL, the hydro-mechanical state of the surrounding rock is disturbed. Additionally,
the THM conditions around the boreholes drilled down from the floor of the test niche (see Figure 40
below) are to be assessed. During injection of water and gas into the seal, coupled hydro-mechanical
processes will occur not only in the seal but also in the surrounding rock. The finite element mesh, the
boundary conditions, and the different materials installed in the borehole are shown in detail in Figure 36.

In the model, the materials were assumed homogeneous and isotropic. Both clay/sand mixtures with clay
contents of 35% and 50% were considered in the calculations. Because of lack of data for the injection
chamber, packer and concrete, the properties and mechanical parameters of the clay rock were used for
them. However, a high permeability of 1E-12 m? was applied to the injection chamber, while the packer was
assumed to be impermeable. Such simplifications are considered acceptable for the purpose of scoping
calculations focusing on the determination of hydro-mechanical processes in the seal and surrounding rock.

In the calculations, the following in-situ conditions at the MTRL were taken into account. The temperature
in the rock and in the niche is 17 °C for the initial state. A vertical total stress of 6 MPa applied on the top
boundary and the gravity effect result in an initial vertical total stress equal to 6.48 MPa at the level of the
niche floor. Assumption of a ratio K, = 0.77 of effective horizontal stress to vertical stress leads to an initial
total horizontal stress of 5.2 MPa at the floor level. A water pressure of 0.8 MPa supplied to the top
boundary and its hydrostatic distribution in the model region result in an initial pore water pressure of
1.0 MPa at the floor level. An atmospheric pressure of 0.1 MPa was taken as the initial gas pressure. Flow
of water and gas through the other boundaries is not allowed.

The hydraulic response of the rock mass to excavation and ventilation of the niche and borehole six months
after niche excavation and eight days after borehole drilling results in a sudden reduction of the pore water
pressure even to a negative value (suction) of —1 MPa. In contrast to this, highly concentrated stress near the
lower corner of the borehole compresses the material and hence generates a high pore water pressure of up
to 6 MPa. During ventilation with a relative humidity of 85 %, the pore water pressure reduces steadily. Six
months later, the zone with negative pore water pressure extends to about 1 m from the niche wall into the
rock mass. The borehole drilling induces an additional dilatancy of the surrounding rock and hence a further
reduction of the pore water pressure. Due to excavation and ventilation of the niche and the borehole, the
surrounding rock is desaturated. Figure 36(b) shows the respective distribution of water saturation in the
surrounding rock at the end of borehole drilling and ventilation. The de-saturated zone with a water
saturation level of less than 95 % is limited to 0.5 m to the niche wall. The de-saturation mainly caused by
the dilatancy of the clay rock is not significant.
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Figure 36: Modelling of starting conditions of the SB in-situ experiment

After installation of the seal in the borehole, the water injection phase is simulated by applying a water
pressure of 0.5 or 1 MPa to the lower porous chamber. Figure 36(c) illustrates the evolution of water
saturation at some selected points in the 35clay/65sand seal at an injection pressure of 1 MPa.

According to the results of the scoping calculations the saturation time determined for the 35/65 clay/sand
mixture amounts to about 170 days for the mockup tests and 300 days for the in-situ experiment and for a
50/50 clay/sand-mixture 570 days for the mockup and 1050 days for the in-situ experiment for a seal length
of 1 m and a water injection pressure of 1 MPa.

Generally, the modelling data indicated that - provided the modelling parameters can be realized in-situ

reasonably - the required sealing function of the considered clay/sand-mixtures can be successfully
demonstrated in-situ.
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2.4.4 Laboratory mockup testing

Before going in-situ, both the installation techniques and the required saturation time for the material
mixtures being considered were to be investigated and optimized in large-scale mockup tests in the above-

ground laboratory at Braunschweig. The principle layout of the mockup is shown in Figure 37.
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Figure 37: Principle layout of the SB mockup with the locations of measuring sensors

The mockup tests are designed as a full-scale replica of the envisaged in the in-situ experiments (Figure 40
below). The tube length is 2.5 m and the sealing material is installed in thin layers of about 5 to 10 cm in a
similar way as in-situ. Different techniques (hand stamping, vibrator technique) have been tested and the
achievable density has been determined. Additionally, the gas permeability, the time required to achieve
saturation, the water permeability, the gas entry/break-through pressures, and the gas permeability after the
break-through are determined in the course of the test in order to provide adequate experimental data and
experiences for the successful conduction of the in-situ experiments at the MTRL.

The detailed objectives of the mockup test were defined as follows:
*  Development and testing of material mixing methods
* Development and testing of material installation techniques
* Determination of the time needed to reach full seal saturation

* Determination of gas and water permeability as well as gas entry/break-through pressure at dry and
saturated conditions

» Test of pre-selected measuring instruments.
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The installation density of the mockup seal element consisting of a 35clay/65sand mixture amounted to
1.94 g/cm’, right after seal installation. In the dry state a gas permeability of 6.2E-14 m* was determined. As
can be seen in Figure 38, after about 18 months of testing, the total pressure in the seal equalized in the
lower and middle part of the seal (red and blue lines) at a value of about 1.1 MPa (11 bars) which
corresponds to the applied water injection pressure. Surprisingly, one does not see a similar evolution of the
pressure at top of the seal (green line). However, after a testing period of about 37 months, the total pressure
at the packer bottom seems to stabilize at a final value of about 2.5 bars, as can be seen in Figure 38(b).
This would be very close to the swelling pressures determined on the small laboratory samples (compare
Table 1) Thus, it is very likely that the seal function at full saturation will fulfil the requirements given in
Table 1.
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Figure 38: Evolution of total pressure in the mockup: (a) total pressure along the mockup, (b) total
pressure at packer bottom

The first water break-through, indicating a situation close to full seal saturation, was observed in September
2007, after about 29 months of testing. The water injection was stopped by reducing the injection pressure
to zero on July 6, 2008 after full saturation was reached. At this stage the water inflow and outflow rates had
equalized at about 10 ml/day. The swelling pressure was then allowed to stabilize in the whole seal before
the pending gas injection tests. The hydraulic data measured at the break-through situation yielded a water
permeability value of about 3E-18 m?, which is in very good agreement with the data determined from the
small samples used in the laboratory. The remaining gas injection test was started on 7 January 2009. Actual
data show a clear start of the gas entry at a pressure of about 3.5 bars, a value that confirms the values
observed on small lab samples before. Both, the water permeability as well as the gas entry pressure
measured at full saturation in Mockup2 confirm the expected optimized sealing properties of the 35/65 clay
sand mixture. This result confirms that the required seal function was fulfilled in this test and serves to
support the in-situ experiments ongoing at the Mont Terri URL.

The long time until water break-through in the Mockup2, however, exceeds the predicted saturation time
significantly. Further research is needed to clarify this discrepancy in relation to the predicted 170 day
saturation period and to enhance the respective process understanding for further model improvement.
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2.4.5 In-situ test programme definition

In accordance with the functional requirements given in Section 2.4.2 the following parameters are being
measured during execution of the in-situ experiments:

gas permeability of the seal in the initial state by injecting nitrogen gas at the bottom,

amount of the synthetic formation water injected into the testing system including the seal and the
surrounding rock with EDZ

swelling pressure at the seal top during the saturation phase,
water permeability of the seal at full saturation,

gas breakthrough pressure and gas permeability after re-saturation in interaction with the
surrounding rock.

After termination of the in-situ tests, samples will be taken from the seal and the surrounding rock for post-
test analyses with regard to density, porosity, saturation as well as their homogeneity.

2.4.6

Set-up of test facility

A view into the fully instrumented test niche is given in Figure 39. The SB experiments are performed in
vertical boreholes of 0.31 m diameter drilled to a depth of 3 m into the floor of the test niche of 5 m width,
4 m height and 8 m length (Figure 40). Three boreholes are sealed with 35clay/65sand and 50clay/50sand
mixtures, and one borehole for comparison with crushed clay pellets only.
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Volume

Figure 39: View into the fully equipped SB Figure 40: Principle design of a SB- sealing test

test niche at the Mt. Terri Rock Laboratory
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All experiments are designed in principle the same way as the mockup experiments. In the lower part of the
boreholes (Figure 40), the injection volume is filled with gravel as porous medium. At the top of the porous
medium, a filter frit is placed for ensuring a homogeneous distribution of the injected water over the entire
borehole cross-section. Above the filter frit, the seal is installed in several layers. Above the seal, a further
filter frit is installed for water and gas collection. The entire borehole is sealed against the ambient
atmosphere by a gastight packer. At the bottom of the packer, two swelling pressure sensors are installed.
In-situ, the uppermost part of the test borehole is grouted for keeping the packer in place at the higher
swelling pressures developed by the SB seal.

While the water pressure sensors mounted along the tube wall in the mockup allow an assessment of the
evolution of the seal saturation this is not possible in-situ since no instruments are installed in the seal to
avoid any bypassing of water along instrument cables. The swelling pressure of the clay/sand mixture,
however, which is a useful indicator of the sealing properties, can be also assessed in-situ by observation of
the total pressure at the two pressure sensors mounted at the bottom of the filter frit at top of the seal.

Because of the long saturation times experienced in the mockup tests the seal length was reduced from 1 m
to 0.5 m in case of the experiments using the 50/50 clay/sand seal and the 100/0 pure bentonite seal.

For saturation of the seal water is injected through an injection tube running from a valve panel in the test
room via an inclined borehole into the lower injection volume.

The water or gas flowing through the seal is collected in the upper filter frit by a further tube running back
to the control valve panel where gas and water flow rates and pressures are controlled and measured.

2.4.7 Execution of tests

The first experiment at MTRL using a 35/65 Clay/sand seal has been started in October 2005 and has so far
been operated without disturbances. The situation in this test is developing similarly to the mockup. During
38 months of injection (see Figure 41), an amount of about 94 | of artificial formation water has been
injected into the seal at an injection pressure of about 4 bars under the prevailing in-situ conditions. So far,
no water has been collected at the upper outlet which indicates a loss of water into the surrounding clay
rock. The swelling pressure measured at the top of the seal is now more or less stable and amounts at the
moment to values between 1.4 and 1.8 bars. This value is in the same order of magnitude as those
determined on small laboratory test samples (compare Section 1.5.1, Figure 9) and thus, similar sealing
properties as those observed on small samples in the laboratory can be expected in this in-situ experiment.
At the end of 2008, the swelling pressure seams to start to redistribute. A similar behavior was observed in
the Mockup?2 shortly before the water breakthrough which is therefore expected to occur in this test within a
reasonable period of time.

In accordance with the overall time schedule of the SB-experiment the remaining three in-situ experiments
with clay/sand-mixtures of the ratios 35/65, 50/50 and 100/0 were taken into operation in November 2006.
The tests are continuing at more or less unchanged conditions. The two experiments with clay/sand-
mixtures of the ratios 35/65 in Borehole BSB1 and 50/50 (0.5 m seal length) in borehole BSB15 in the
southern part of the test niche showed the expected evolution of swelling pressure in the early saturation
phase although the initial injection pressure amounted to only 0.5 bar (Figure 43 and Figure 44). After
increasing the injection pressure in these tests to the same level of about 4 bars as in the pilot test in
borehole BSB2, these two experiments located in the southern part of the test niche showed water bypassing
to the upper water collection filter frit. This test behaviour is most likely due to a distinct excavation
disturbed zone along the borehole wall. Thus, the seal in these two boreholes will be saturated not only
through the lower injection volume but very likely to some extent also along the borehole wall. So far 50
and 69 litres of water have been injected into these two test set-ups, respectively.
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Figure 41: Pressure evolution in test borehole
BSB2 sealed with a 35clay/65sand mixture
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Figure 43: Pressure evolution in test borehole
BSBI1 sealed with a 35clay/65sand mixture
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Figure 42: Pressure evolution in test borehole
BSB13 sealed with pure bentonite granulate
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Figure 44: Pressure evolution in test borehole
BSB15 sealed with a 50clay/50sand mixture

The test with pure bentonite runs excellently with no disturbances and has meanwhile reached a swelling
pressure of almost 24 bars (Figure 42). So far, a total amount of 20 litres of water has been injected in this
test. The excellent conditions of this test and of the pilot test in borehole BSB2 provide a very good basis for
the envisaged comparison of the gas permeability behaviour of the different sealing materials, which,
according to the test programme, is to be demonstrated at the end of the saturation phases by gas injection

tests in all boreholes.
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As mentioned above, it is expected that the first water break-through and seal saturation in the in-situ
experiments will occur within a reasonable period of time in experiment BSB2 with a 35/65 clay/sand seal.
Besides execution of the pending measurements in this test it will have to be decided on basis of actual
experimental data how to proceed with the other experiments. So far, discussion with the national funding
institution has yielded an elongation of the experiment run time until March 2010.

2.4.8 Post-test activities

According to the expected schedule of the in-situ experiments given in the above section post-test activities
will start in the first half of 2009 for the experiment in borehole BSB2. These activities will comprise the
drilling of samples from the seal and the surrounding rock for the examination and confirmation of the
achieved in-situ state and of those parameters values determined by the evaluation of the in-situ
measurements with regard to the permeability to gas and water, and the gas entry/break-through pressure. In
addition, as a measure of quality assurance the actual water content, the bulk density, the dry density, and
the porosity of the seal material will be determined.

The gained data will be used for an improvement of the numerical simulations of the in-situ measurements
and thus for the calibration of the used modelling parameters.

2.4.9 Evaluation of results & summary of conclusions

The results of the SB-experiments obtained so far in the mockup at GRS’ laboratory in Braunschweig as
well as in-situ at the Mont Terri Underground Laboratory confirm the advantageous sealing properties of
moderately compacted clay/sand mixtures which were previously determined on small samples under ideal
conditions in the laboratory. The time needed to reach full saturation of the test seals in both the mockup
and the in-situ experiment, however, exceeds the predictions significantly. Further efforts will be needed to
clarify the observed discrepancies, to improve the needed process understanding and to develop further the
models in use.

As the SB sealing material is meant to be used as a buffer or borehole sealing material in disposal boreholes
for HLW in clay formations (compare Section 3.1, Figure 9) its thermal behaviour and thus its thermal
properties are still to be determined in addition to the tests performed so far under isothermal conditions.

GRS together with other Mt. Terri partners and also German partners is therefore currently working on the
development of project proposals which comprise besides the necessary laboratory determination of the
thermal properties in-situ investigations of the thermal behaviour, especially in the early stage of a HLW
repository.

Generally, clay materials show a lower thermal conductivity in comparison to crystalline or salt rocks. Thus,
heat dissipation is slow in clay formations and hence, high temperature gradients will prevail in the
repository near field, especially as long as the buffer exhibits a low conductivity because of being not re-
saturated due to water uptake from the host rock and/or compacted due to creep of the host rock.

Thanks to its sand content, the SB material shows in addition to its advantageous hydraulic properties a
higher thermal conductivity. Favourable near-field conditions will therefore take place in a HLW repository
in clay formation when using this buffer material instead of highly compacted pure bentonite buffers
considered in many other concepts. The continuation of R&D on the suitability of the SB material as an
alternative will thus remain in the focus of GRS’ future R&D geotechnical research on the clay option.
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2.5 Seal material installation in annular configuration (by EURIDICE)
2.5.1 Logic of project implementation and planning
See Section 1.6.3.

2.5.2 Input data and functional requirements

A first summary of functional requirements for the sealing material was made as part of Work Package 2. It
is given here below in Table 13.

This information was later on complemented by in-situ specific information derived from the performed

scoping calculations and laboratory testing (summarized in Sections 2.5.3 and 2.5.4) and the design of the
seal support structure (see Section 2.5.6).
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Table 13:

Functional requirements related to disposal gallery sealing material in the O/N disposal

concept

FUNCTIONAL REQUIREMENTS
related to the disposal gallery SEALING MATERIAL in the O/N disposal concept

Description of Objective

Time Frame of

Associated Material Parameters and Criteria

Objective
FUNCTIONS
The seal should be able to hydraulically | thermal phase,| Hydraulic conductivity << 10" m/s

compartmentalize the repository sections
it is dividing, within a minimum time
after installation of the seal.

isolation phase

To achieve the objective, the hydraulic conductivity of
the material should be sufficiently inferior to the one of
the host rock (Boom clay).

Saturation rate > 20 cm/year (preliminary value)

For integration in the PRACLAY experiment, the used
material should be able to saturate within a time span of 6
to 12 months. So, since the annular gap is about
20 cm thick, the saturation front should advance at a rate
of > 20 cm/year

The gas permeability of the seal should
be sufficiently low to force gasses to
escape via the host rock instead of via
the seal.

thermal phase,
isolation phase

The gas permeability of the seal should be virtually zero

CONSTRAINTS

The pressure exerted by the seal material
may not cause fracturing of the host rock
or cause structural instability of gallery
wall.

operational phase,
thermal phase

Swelling pressure after backfill saturation

< 2.2 MPa (i.e. host rock hydrostatic pressure)

The seal material should not chemically
disturb the host rock.

thermal phase,
isolation phase

For the host rock, the used material should be relatively
chemically similar to Boom clay.

After saturation, the seal should be
mechanically self-supporting within the
lining of the gallery.

Before saturation, the seal should be
mechanically (swelling) and chemically
(corrosion) compatible with the design
of the seal support structures.

thermal  phase,
isolation phase

No specific mechanical criteria.

No problems with corrosion of the seal support structure
are anticipated in the time span of the PRACLAY
experiment (10 years)

There are no constraints regarding | Not applicable Not applicable
thermal conductivity; the seal is not
supposed to act as a thermal shield.
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2.5.3 Studies and computer modeling

Table 14 contains several physico-chemical properties of different types of bentonite.

Table 14:  Main physico-chemical properties of different bentonites (Tang, 2002 [23])

Properties FEBEX Kunigel MXS80 FoCa
Montmorillonite content (%) 82 48 80 40
Particle density (Mg/m® ) 2.70 2.79 2.76 2.67
Liquid limit (%) 102 474 al9 112
Plastic limit (%) 53 27 35 50
Plasticity index 49 447 484 62
Clay (<2um) content (%) 68 64.5 60 80
CEC (meq/100g) 115 73.2 82.3 69.1
Na' (meq/100g) 27 40.5 98 2.64
Ca” (meq/100g) 44 28.7 5:28 62.9

Figure 45 shows the gathered results of laboratory swelling pressure tests on different bentonites. It seems
that, due to the difference in microstructure, Na bentonite presents higher a swelling potential than the Ca
bentonite. However, this difference diminishes with increasing dry density.

—&— FEBEX

—— MX80

—— Pure FOCa ( CEA report )

——— Pure FOCa ( Reseal report )

—— FOCa :pellets/powder (50/50)
®  GMZ bentonite

—a— CZ- Bentonite

Swelling pressure (MPa)

dry density (g/cmj)

1.2 1.4 1.6 1.8 2 22

Figure 45: Swelling pressure of different bentonites as a function of the dry density
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Further, it should be mentioned that Na bentonite is compatible with the Boom Clay environment, whose
water chemistry is sodium-dominated (14 mM NaHCO3).

There are actually no strict criteria for the choice of bentonite for the seal. It was decided however to use
MX-80 because it has a higher plasticity (see Table 14) and a higher water retention potential than a
Ca-rich bentonite like FoCa, as is shown in Figure 46.
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Figure 46: Water retention of MX-80 and FoCa clay (Marcial, 2002 [24])

The initial dry density of the bentonite blocks determines the swelling pressure as well as the final saturated
permeability. The technological voids that will be present after the installation are also an important design
parameter and play a role in choosing the initial dry density.

A series of scoping calculations were performed to study the THM interaction between the bentonite seal
and the Boom Clay. The initial dry density of the bentonite blocks for the PRACLAY seal will be
determined on the basis of these numerical simulations.

Following important aspects were studied:

» effects of the technological voids on the behaviour of the seal, especially in terms of swelling
pressure generation.

» effects of artificial injection on the hydration process. Different injection pressures and durations
were studied.

Meanwhile, a set of parametric sensibility analyses were performed, especially on the influence of the
saturated permeability on the seal behaviour.

[ESDRED]
Mod1-WP6-D6 — Module 1 Final Report
Dissemination level: PU 83/112
Date of issue of this report: 30 January 2009



The numerical simulations were performed using CODE BRIGHT, which is a finite element code
developed by Technical University of Catalonia (UPC) and the Centre for Numerical Methods in
Engineering (CIMNE). Note that EURIDICE has used version 3.0 of the code.

The unsaturated bentonite is treated as a multi-phase and multi-species system. The soil is a three-phase
system of solid (s), liquid (1) and gas (g). The liquid phase includes two species of liquid water (w) and
dissolved air (a) and the gas phase includes two species of dry air (a) and water vapour (V).

According to MPC, the company in charge of fabrication of the bentonite blocks for PRACLAY seal, the
maximum attainable water content during compaction is about 18 %, a minimum dry density is about
1600 kg/m®. Numerical studies focused thus on the initial dry density higher than 1600 kg/m’.

The numerical scoping calculations provided information on the swelling pressure generation and saturation
process of the bentonite seal;

+ It was confirmed that the initial dry density and the technological void are the most important
parameters controlling the swelling pressure generation. Based on 2D modelling the initial dry
density was set at 1.78 t/m? and the technological void at 11%.

* All numerical case studies revealed that a saturation degree of about 95 % can be reached before
heating and full saturation before heating is unlikely. However, numerical simulation indicated that
this will only have a limited impact on the PRACLAY heater test.

Nevertheless, the performance of the seal, especially at the interface Boom Clay/bentonite, needs to be
checked before starting the heating. A gas build-up test is foreseen to this purpose.

2.5.4 Laboratory testing

Laboratory test results are important to deduce the THM parameters for numerical scoping calculations,
which can provide a guideline for the design of the test, especially for the initial dry density of the bentonite.
The initial dry density is a dominant factor to control the swelling pressure and necessary saturation time.
For MX-80, a series of laboratory tests have been performed at CIEMAT, CEA, CERMES and SKB that
allowed getting sets of these parameters.

The MX-80 was compacted to a desired initial dry density on the basis of numerical scoping calculations
taking into account the interaction with Boom Clay as well as the technological voids resulting from
installation.

Laboratory tests on bentonite MX-80, to evaluate hydraulic resistance of interface of compacted bentonite
with Boom Clay

According to numerical scoping calculations, heating until 80°C will induce a pore pressure of the order of
3.0 MPa at the upstream side of the seal (heated part). However, since the downstream side of the seal is at
atmospheric pressure, there will be a big gradient of pore pressure along the interface of Boom
Clay/bentonite. In order to verify the effects of this water pressure on the performance of the annular seal
system and more specifically on the hydraulic resistance of the interface of the bentonite and the host rock
(Boom Clay), laboratory percolation tests at 20°C and 80°C were performed at the French CERMES
institute. Compacted samples of MX-80 bentonite were used. The initial water content of the bentonite was
10%. The bentonite powder was sieved at 2 mm and statically compacted to a dry density of 1750 Kg/m’.
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Two devices were used. The first one (Figure 47(a)) was a percolation cell of 50-mm inner diameter. The
soil specimen (5 mm high) was confined between two porous stones. The diameter of the soil specimen was
smaller than the inner diameter of the cell, defining a gap between the soil and the cell wall. The water inlet
of the cell was connected to a controller of pressure/volume (CPV). The second device used (Figure 47(b))
was a constant-volume oedometer of 50-mm inner diameter equipped with vertical and horizontal stress
sensors. The diameter of the soil specimen was also smaller than the inner diameter of the cell and a CPV
was connected to the lower base of the cell. The gap between the soil specimen and the cell wall represented
the technical gap existing, in real conditions, between the bentonite ring and the gallery wall (Boom Clay).

Force sensor

/ Water outlets

H ‘/ Porous stone
| _— Soil specimen

Piston
Water outlet

Porous stone
Oedometer cell with
lateral pressure sensor
~Soil specimen

™~ Water inlet

(connected with a CPV)

L 1— Gap
Porous stone

Water inlet (connected with a CPV)

(a) (b)

Figure 47: Percolation cell (a) and oedometer cell (b)

Injection tests were performed in these two different cells in which a cylindrical gap of controlled thickness
was prepared between the soil specimen and the cell wall. When starting injection tests, water appeared to
flow freely through the gap, keeping the water pressure equal to zero for some time. When the soil was put
in contact with water, it swelled rapidly and reduced the gap, thus increasing the water injection pressure.
The drop-down of pressure was observed during the first hours when the water injection pressure reached
the hydraulic resistance of the soil/wall interface. Note that Marcial et al. (2006) [25] also observed that this
breakthrough pressure increased with time. The evolution of the radial stress applied by the swelling soil on
the inner wall of the cell evidenced a rapid swelling rate. The effect of the swelling pressure on the
hydraulic resistance is fundamentally similar to that of the overburden pressure observed by
Teachavorasinskun and Visethrattana (2006) [26] on compacted sand-bentonite mixture.

In the real situation of the seal/host rock interface, it is believed that the performance of a seal highly
depends on the interface characteristic. In the present work, several tests have been carried out in a
percolation cell with three gap thicknesses (2.0, 1.8, and 1.6 mm) and at two temperatures (20°C and 80°C).
In addition, several tests have been performed in a oedometer cell at 20°C. All tests show that the hydraulic
resistance of the soil/wall interface is higher than 5 MPa at completion of soil swelling, confirming the
performance of the compacted bentonite seal under the foreseen hydraulic and thermal conditions.

Laboratory tests on bentonite MX-80, to evaluate hydration process on bentonite surfaces

The gaps existing inside the seal present the space allowing the bentonite to swell freely and potentially
disintegrate when the artificial injection begins. In order to assess the hydration process on the bentonite
surface where gaps are present, a small scale test set-up with a plexi-glass cell was made. The objective of
the tests was to visualize the surface behaviour of the bentonite block upon hydration. The injection strategy
should be adapted if the phenomenon of disintegration is observed, because this may lead to a non-
homogeneous distribution of the bentonite and result in non-homogeneous swelling. This was the case in the
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OPHELIE mockup test [27]; the inundation of the mockup after starting injection led to the disintegration of
the bentonite on the annular technological void and resulted in a non-homogeneous bentonite distribution
between the upper and lower part of the mockup. This phenomenon should be avoided in the PRACLAY
seal test.

Test 2 Test 3

Figure 48: Evaluation of the hydration process on the bentonite surfaces

Three tests were performed with MX-80 bentonite blocks compacted at 1800 kg/m’. The blocks were put in
the cell, filled with water, and a free space (~1 cm) was left to allow the bentonite to swell freely. Different
configurations were tested considering the compaction direction of the bentonite and different type of gaps
(see Figure 48):

* Test 1: the bentonite is placed in such way that the compaction plane is horizontal

»  Test 2: the bentonite is placed in such way that the compaction plane is vertical

* Test 3: a joint of 1 cm between two blocks was created to observe the joint behaviour upon
hydration.

The conclusion from these simple tests was that, for the pure bentonite blocks as compacted, there is no
risk of disintegration and consequently, there is no need for a special procedure for injection.
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2.5.5 Test program definition

See Section 1.6.3.

2.5.6 Set-up of the test facility

The PRACLAY seal consists of a steel structure closing the PRACLAY gallery. Around the steel structure
bentonite will be placed against the clay massif. The bentonite will be hydrated to close the EDZ around the
seal. The seal will be placed in the PRACLAY gallery, which has a nominal inside diameter of 1.90 m, an
external diameter of 2.50 m and a length of 45 m. The lining consists of concrete wedge blocks. In the zone
where the hydraulic seal will come, an alternative lining is placed (Figure 49). This alternative lining
consists of a temporary and permanent part. The permanent part is made up by 4 rings, 80 mm wide and
110 mm thick. The rings are not solid parts, but are made of circumferential sections. Steel plates are placed
between these rings. Behind the rings wood is placed to support the clay massif. The wood will be removed
before the installation of the hydraulic seal. A part of the steel plates stays in place to support the rings after
the removal of the wood.

The “upstream” side of the seal is the side of the heated part of the PRACLAY gallery. The “downstream”
side is the side towards the Connecting Gallery. In its final state, the structure will be subjected to a radial
pressure of 5 MPa caused by the bentonite when a uniform pressure distribution is considered. In the case of
an elliptic pressure distribution, the radial pressure varies between 4 and 6 MPa. On the upstream side, there
will be a pore water pressure of 3.5 MPa and a temperature of 90°C for the duration of the heater test, which
is 10 years. On the downstream side there will be atmospheric pressure and a temperature of 16°C. These
conditions and the location of the steel structure are illustrated in Figure 50.

The seal also has to allow feed-through of the instrumentation placed inside the gallery. This will be
achieved by openings in the seal. After the installation of the instrumentation, the openings will be sealed.

T=00°C pw=3,5 MP4 T=16C
—_—
upstream —_ downstream
side — side
—_—
—
Figure 49: Lining in the zone where the Figure 50: Steel structure: nominal operating conditions
hydraulic seal will be placed and location
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2.5.7 Execution of the installation test

The installation of the seal in the underground facility is foreseen for mid-2009. Note that the in-situ
installation of the all components of the PRACLAY In-Situ Experiment is estimated to take about 10
months, starting from October 20™ 2008. Note that this excludes the artificial hydration of the swelling
material of the seal.

The delivery of the materials and the in-workshop construction of the seal will take about 7 months. Then
the feasibility to install the seal in the gallery will be demonstrated by a pre-assembly on surface, for which
2 weeks are foreseen. If the pre-assembly is performed successfully, the seal will be transported to the site
for its underground installation. The underground installation is estimated to take about 2 months and
comprises the following phases:

* phase 0: introduction of the cylinder and the already assembled closing plates, stiffeners and the
pipes inside the gallery (upstream side).

* phase 1: removal of the temporary part of the lining in the zone of the hydraulic seal.

* phase 2: installation of the ring flange of thickness 40 mm (upstream side). This flange is installed
in four parts.

» phase 3: installation of the ring flange of thickness 100 mm (downstream side). This ring flange is
also installed in four parts.

* phase 4: installation of the bentonite and installation of the instrumentation in the bentonite.

* phase 5: drawing of the cylinder to the bearing of the flange (thickness 100 mm) and welding it to
the flange.

* phase 6: installation of the reductions and related flanges on openings I1, 12, I3 and 14.

After phase 6, the artificial hydration of the bentonite can start, but this is not part of the contractual scope
of ESDRED.

2.5.8 Evaluation of results and summary of conclusions

EURIDICE have prepared the design of the PRACLAY seal steel support structure and have selected MX-
80 as the swelling material to be used. The latter selection has involved a literature study, a series of scoping
calculations by aid of a computer code and laboratory testing (e.g. at the CERMES institute) focusing on a
number of specific aspects related to the interaction of the swelling material and the Boom Clay host rock.
The actual in-situ installation of the seal in the PRACLAY gallery remains to be done. Due to a
rescheduling of works, the in-situ installation of the PRACLAY seal will fall beyond the contractual end
date of ESDRED. The installation is now foreseen for mid-2009. The work by EURIDICE, especially the
actual in-situ implementation, will have advanced the phenomenological and technical knowledge base
related to the construction of a hydraulic seal in a disposal gallery.
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2.6 Micro-seismic non-intrusive monitoring development (by NDA)

2.6.1 Logic of project implementation and planning

See §1.7.3.

2.6.2 Input data and functional requirements

Not applicable; the aim was not to build a mockup or a component based on a specific design.

2.6.3 Studies and computer modeling

In contrast with the other work in Module 1, the computer modeling did not precede the field work. The
computer modeling was based on information drawn from the field work.

The computer modeling was considered to be an integral part of the work and is therefore reported under
§2.6.7.

2.6.4 Laboratory testing

Not applicable

2.6.5 Test program definition

See §1.7.3

2.6.6 Set-up of the test facility

The HG-A experiment is one of a number that have been undertaken in the Opalinus Clay rocks of the
Mont Terri underground rock laboratory (URL) in Switzerland. The HG-A experiment is designed to
mimic the evolution of a sealed disposal tunnel, replicating the phases of buffer saturation and gas
generation (following corrosion processes of the disposal canister). The aims of the HG-A experiment are
to identify gas migration and to measure gas migration through the host rock (the Opalinus Clay geology)
and along the engineered seals of a filled tunnel. Investigations in the HG-A experiment focused on a 1m
diameter micro-tunnel, which was back-filled with a coarse grained sand mixture (& 2 - 6 mm grain size)
and closed with a hydraulic mega-packer. Nothing was included in the micro-tunnel to represent the waste
form or metallic waste package. Several phases of study were planned representing backfill emplacement,
saturation of the micro-tunnel and gas generation.

For the non-intrusive studies, the degree of saturation, gas storage and pressure build-up, and its effects on
the geophysical data were monitored over the various phases of the HG-A experiment, using cross-hole
seismic tomography. The aim of the experiments was to investigate differences in the seismic data due to
variations within the micro-tunnel (both its content and physical condition).

In addition to the boreholes drilled for the experiment, the main components of the set-up are a seismic
source (high-frequency sparker), which is inserted into the lower inclined borehole and a 24-channel
hydrophone chain (receiver), which is inserted into the upper inclined borehole. To operate these require the
boreholes to be filled with liquid (fluid coupled). Therefore, a special purpose sealing cap was required for
the upper inclined borehole. The layout of the experimental set-up is shown in Figure 51.
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A schematic drawing of the experimental setup is shown in Figure 52. The Opalinus Clay host rock is
known to be highly anisotropic. To a first approximation, the geology of the study area for the HG-A

experiment is transversely isotropic about a steeply tilted axis of symmetry, which is illustrated in the (a)
part of the Figure.
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Figure 52: (a) Schematic layout of the non-intrusive seismic tomography experiment at Mont Terri. (b)
Experimental setup showing positions of the source at 10 m length along the borehole (S10), geophones G7
and G15 and a sketch of the micro-tunnel EDZ
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2.6.7 Execution of the tests

The high frequency P-wave sparker source fired every 0.25 m in the downward-directed borehole was used
to generate seismic waves recorded on a 24-channel hydrophone array located in the upward-directed
borehole. The hydrophones were spaced at 1 m intervals. By shifting the array three times at intervals of
0.25 m and repeating each shot, a 96-channel hydrophone array with 0.25 m element spacing was
synthesized. The energy from each source shot was also recorded on eight vertical-component geophones
(natural frequency 100 Hz) distributed around the micro-tunnel wall within the plane of the boreholes.

Repeatability of Measurements

Informative monitoring using seismic tomography requires high levels of quality control. Both the source
pulse (including its coupling) and the coupling of the receivers must be consistent throughout all
experiments. A consistency check was carried out for the repeatability of signals generated by the source.
The results indicated a high level of repeatability for the source signal, when detected by either the
hydrophones using a cross-borehole method, or using the geophones in the micro-tunnel as detectors.

A similarly favourable level of reproducibility was observed when experiments using the geophones were
repeated at different times (implementing the same set of conditions). However, the reproducibility of data
between experiments using the hydrophones was more limited. The signal characteristics arising from two
identical experiments carried out differed significantly, probably due to changes in the coupling between the
hydrophones and their surroundings. These variable coupling conditions will need to be accounted for
during full waveform inversion analysis.

Travel-time Inversion of Cross-hole Hydrophone Data

Tomographic images may be obtained from seismic data through either travel-time inversion (considering
only the travel times from the first arriving waves), or full waveform inversion (which takes into account the
entire waveform including amplitude and phase). To date, tomographic data have been analysed by travel-
time inversion, based on the velocity of seismic wave propagation through the media between the source
and the receivers. Development of novel full waveform modelling and inversion schemes to analyse the data
obtained is ongoing.

A travel-time inversion of the hydrophone data using the kinematic anisotropic code of Zhou and
Greenhalgh (2008) [18] was undertaken for the experiment in which the micro-tunnel was filled with dry
sand. For an inversion cell size of 0.60 m, the recovered density-normalized elastic moduli (anisotropic
parameters a,j, ai3, a33, and as4 in Figure 53) highlight the strongly anisotropic nature of the medium. Note
that in that Figure, the black circle identifies the position of the micro-tunnel and the straight black line
denotes the axis of symmetry inclined at about 41 degrees to the horizontal. When converted to the
Thomsen parameters, these values correspond to g and d estimates of up to 0.55 and 0.88, respectively. The
inversion results demonstrate that the axis of symmetry is inclined at about 41 degrees to the horizontal.
Relatively low seismic velocities are observed ~2 m from the borehole collars (as represented by the very
low a,y, a3, and a4 values at the lower ends of the boreholes in Figure 53). This could be the result of
excavation damage or desaturation around the gallery 04. The primary features in the tomograms, which are
predominantly aligned perpendicular to the symmetry axis, represent layering of the Opalinus Clay.

[ESDRED]
Mod1-WP6-D6 — Module 1 Final Report
Dissemination level: PU 91/112
Date of issue of this report: 30 January 2009



30 4.4
25 25 _ 4.3
E E 42
g2 g2 %
& & 41
@15 B15
()] ()] 4
10
= 39
sl
. 38
¢ 5 10 15 20 Me Ba B8 15 20 a5

Distance (m) Distance (m)

2
. .
: s
25

L8]
o

Distance (m)
Distance (m)

L
o
[ H
=

1% 20 25 30 35 = 0 5 10 1% 20 25 30 35
Distance (m) Distance (m)

0 5 10 0.5

Figure 53: Inverted density-normalized elastic moduli all, al3, a33, and a44 for a tilted transverse isotropic
medium.

Parameter as; exhibits a pronounced positive anomaly at the upper end of the receiver line. It is supported by
elevated values of a;; and ay4 but the origin of this anomaly is unknown. As expected, travel-time inversion
is unable to detect the micro-tunnel because of its small diameter. This observation is supported by a travel-
time inversion of data from the fully saturated micro-tunnel experiment. The results from this experiment
were virtually identical to the tomograms in Figure 52.

Travel-time and Waveform Differences in the Micro-tunnel Geophone Data

Unlike the cross-hole data collected using hydrophones in an adjacent borehole, recordings from geophones
placed directly in the micro-tunnel show significant differences as the experimental conditions are varied.
We see variations not only in the travel-times but also in the polarity and character of the first arrivals. For
the six different experiments 1 to 6 described in Section 2.6.8, Figure 54 displays early portions of
seismograms from geophones G15 and G7 with the source at the 10 m position S10, as shown in Figure
54(b). Note that he traces recorded during experiments 1 to 6 have been numbered along the x-axis.
Since the seismic signal has not traversed the micro-tunnel when it reaches the G15 geophone, differences
in the travel-time data at this location can only be attributed to changes in the EDZ of the micro-tunnel.
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For experiment 1 (empty micro-tunnel), the geophones were poorly coupled to the micro-tunnel, yielding
unreliable seismograms. Figure 54 (a) shows that G15 seismograms are very similar for experiments 2, 3,
and 4, indicating that the micro-tunnel EDZ is not initially affected by water ingress into the micro-tunnel.

In contrast, the G15 arrival times and waveforms for experiments 5 and 6 are quite different from those of
experiments 2, 3, and 4. This variation for the last two experiments may arise because the micro-tunnel has,
by this point, been fully saturated for a long time, allowing water to enter the micro-tunnel EDZ. This would
lead to resaturation and probable to swelling of the Opalinus Clay (Bossart and Nussbaum, 2006 [20]) and a
consequent increase in seismic velocities within the micro-tunnel EDZ.
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Figure 54: Early arrivals for shot position 10 recorded at geophones: (a) G15, (b) G7

Significant waveform and travel-time changes from experiment to experiment are observable at geophone
G7, as shown in Figure 54(b). These variations arise because seismic data collected at G7 is a function of
two waves which follow slightly different paths. One wave passes directly through the micro-tunnel and is
therefore influenced by the fill material. The other wave is diffracted around the micro-tunnel and is thus
influenced primarily by the micro-tunnel EDZ. The first wave to arrive depends on the geophone location in
the micro-tunnel, as well as the state of the micro-tunnel and the EDZ. In addition, waves travelling directly
through the micro-tunnel strike geophone G7 from below, whereas waves travelling around the micro-tunnel
wall strike geophone G7 from above, thus providing the potential for polarity changes and marked
amplitude variations that depend upon the arrival times of each wave.

Seismic studies using geophones placed in-situ within a micro-tunnel are therefore capable of distinguishing
the EDZ of the micro-tunnel from the surrounding environment and distinguishing changes in the conditions
in the micro-tunnel as well, both directly and indirectly (through changes in the behaviour of the EDZ).
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Attempts have been made to determine information about the micro-tunnel EDZ from the corresponding

travel-time data. Assuming a straight ray-path, the travel-time difference At¢ of first arrivals between the
experiments 2 and 5 can be written as:

At=s@)(1-1/B)/v (1)

where v is the velocity of Opalinus Clay in the micro-tunnel EDZ under dry conditions, 3 is the fractional
increase of velocity in the EDZ caused by the presence of water, » is the width of the EDZ, and s(r) is the
length of ray that passes through the EDZ, as illustrated in Figure 55(a). By varying 3 and » systematically,
we attempted to find an optimal combination of the two parameters that explained all observed travel-time
differences. As shown in Figure 55(b), there exists a clear trade-off between f and » minimising the misfit,
such that a priori information on one of the two parameters is required for a unique solution.

The results of seismic investigations on the HG-A experiment at Mont Terri suggest that cross-hole travel-
times do not enable information to be gathered about the state of a 1 m diameter micro-tunnel that lies
midway between source and receiver boreholes separated by distances of 5-30 m. In contrast, data recorded
on geophones mounted within the micro-tunnel provide diagnostic information about the micro-tunnel fill
and the state of the micro-tunnel EDZ. Changes in the micro-tunnel fill and EDZ result in marked variations
in seismic wave arrival times, polarities and waveforms. A full waveform inversion of the combined
geophone and hydrophone data will be undertaken as part of this study to fully assess the imaging
capabilities of seismic tomography for this type of application.
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Figure 55: (a) Straight-ray approximation: First arriving wave propagating from the source to the geophone
along an approximately straight line has a lower velocity inside the EDZ (red section of the ray). (b) Root-
mean-square errors between observed travel-time differences (experiments 2 and 5) for all source positions,
and the predicted differences based on equation (1)
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2.6.8 Evaluation of results and summary of conclusions

To date, seismic tomography measurements have been taken on 6 sets of conditions within the micro-tunnel:
1. air-filled,

dry sand-filled,

50 % water-saturated sand-filled,

2

3

4. nearly fully water-saturated sand-filled,

5. fully water-saturated sand-filled (several months later),
6

fully water-saturated sand-filled and pressurized to 6 bars.

A further four campaigns are planned be undertaken and analysed after the ESDRED Project has finished,
these correspond to the gas injection phases.

There are benefits in being able to monitor what is occurring within the EBS, once waste has been isolated,
without compromising the integrity of the EBS. Development of non-intrusive monitoring techniques to
improve our capability and confidence in these techniques will enable options of more robust and assured
monitoring of waste once isolated. The development of practical applications which mimic disposal
conditions provide opportunities to test and develop monitoring systems to improve our understanding of
the capabilities of these systems particularly to detect relatively small changes over longer timeframes.

A group of partners (NDA, NAGRA, ANDRA) and SOLEXPERTS AG recognised a further opportunity for
developing in-situ monitoring techniques utilising the construction and testing programme of a low pH
shotcrete plug confining a saturated bentonite buffer constructed in granite at the Grimsel Test Site under
ESDRED Module 4. The partners initiated Project TEM (Testing and Evaluation of Monitoring Techniques)
at Grimsel to provide a unique opportunity for simultaneous comparison of three monitoring methods -
wired signal transmission from the EBS, wireless data transmission using magneto-inductive techniques,
and observation through non-intrusive cross-hole seismic tomography techniques. This approach provides a
means of calibrating and verifying non-intrusive techniques with more researched, better understood
techniques and helps to demonstrate their performance and applicability. The novelty of TEM is that the
application of each of these techniques is also tested under realistic conditions.

The non-intrusive monitoring development effort, initiated under the EC IP ESDRED programme and
continued under Project TEM has applied seismic tomography employing full waveform analysis to
improve our understanding of the capability of this technique.

The work undertaken confirms:

* High-resolution seismic measurements for monitoring waste repositories are generally feasible.

* Repeatability of the measurements is most critical for monitoring purposes.

*  Geophones installed close to target area proved to be most helpful for identifying temporal changes.

* The equipment employed for this project produced highly repeatable seismic source signatures, but
the coupling of the borehole hydrophones turned out to be surprisingly variable.

*  The useful bandwidth of the seismic signals extends from up to 4 kHz for the geophones installed in
the micro-tunnel and from 1 to 4 kHz for the borehole hydrophones.

* Changing conditions within the HG-A micro-tunnel have minimal effect on the travel times of
waves travelling from the source borehole to the receiver borehole. In contrast, effects of changing
conditions within the micro-tunnel are very pronounced on recordings from geophones directly
installed in the micro-tunnel.
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3 SUMMARY AND CONCLUSIONS

3.1 Background and objectives

Important R&D projects, that pre-date ESDRED Module 1, had already studied several bentonite materials
and their conditioning, to investigate their application as key materials in buffers, backfills or seals in
geological repositories (e.g. RESEAL in Mol, or BOS in Grimsel). Most of these projects had been
performed on a small or intermediate scale, and only a few addressed the emplacement techniques related to
these components. The demonstration testing, at full scale, that had been performed was basically limited to
the vertical disposal configuration (e.g. work by SKB related to the KBS-3V design). From these projects, it
was becoming clear that the horizontal configuration would pose specific challenges that had never been
sufficiently addressed. At the same time, the horizontal configuration was getting increased consideration in
the disposal concepts (reference or alternative) of a number of EU countries. Module 1 was therefore
primarily set up to advance the state-of-the-art of the technology related to the construction of the buffer or
the backfill around a horizontally disposed high-level waste package.

The work involved the following more specific operational objectives:
e Backfilling of horizontal annular gap:

0 Grout backfilling: to test, first on a 2/3™ scale mockup and then on a 30 m long full scale
mockup, whether the annular gap can be filled within a time frame during which the
fluidity of the grout can normally be guaranteed (i.e. about 5 hours) and to achieve a quasi
complete filling of the void with homogeneous backfill material. The composition of the
specific grout is predominantly determined by long-term phenomenological requirements.

0 Dry granular materials: to test on a 2/3" scale mockup whether the annular gap can be
filled, using the dry-gun technique, at a linear pace that would allow application in the
actual repository (i.e. faster than one linear m/h) and to achieve a quasi complete filling of
the void with homogeneous backfill material. The work involved a pre-selection of the
most promising dry granular materials, while focusing on the technological aspects.
Robust projection equipment was designed specifically for operating in the disposal
gallery under mechanically harsh conditions.

e Prefabricated buffer configuration:

0 The specific objective was to fabricate 10 rings and 2 discs of 2.3 m outer diameter, with
0.8 m diameter inner opening and of 0.5 m thickness. Moreover all of the equipment
needed for handling, for assembly in sets of 4, for packaging, for transportation and for
storage of the rings once they had been pressed in a mould also needed to be designed,
fabricated and tested.

e Granular buffer in combination with prefabricated blocks:

0 The objective was to select and test a number of mixtures of different granule size of MX-
80 bentonite derived by computer modeling, to fabricate these mixtures and to use these to
perform backfill testing on a 2/3rd scale mockup using auger emplacement technology,
with the operational target of obtaining a dry density of 1500 kg/m3.

The general objective related to the low pressure gas entry/break-through seal testing was to check whether
the borehole seals would behave as predicted from laboratory experiments. The operational objective was to
see whether the entry/break-through pressure during gas injection would be below 2 MPa (a Mont Terri
specific value).
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Both the seal installation testing (PRACLAY) and the non-intrusive monitoring development had the

general objective to advance the associated state-of-the art technological know-how. Specific operational
targets were less relevant.

3.2 Implementation and main achievements

In general, the work within ESDRED Module 1 passed through the following sequence:

(1) definition of requirements and gathering of input data, (2) computer modelling and/or laboratory testing,
(3) mockup or in-situ testing.

The work within Module 1 was subdivided into 6 Work Packages, of which a chronological overview is

depicted in Figure 56. Note that the shaded bars represent associated additional work that is however
outside of ESDRED.
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Figure 56: Chronological overview of the execution of the Module 1 Work Packages

Work Package 1 was devoted to the gathering of input data and the definition of functional requirements.
Work Package 2 focused on computer simulations, laboratory testing of materials and the design of the test
configurations. In Work Package 3, the in-workshop test configurations were constructed and the tests were
executed. In Work Package 4, the in-situ testing was performed (4.1 in Mol and 4.2 in Mont Terri), with the
exception of the full-scale grout backfill test by O/N, which was performed on a surface mockup. Work

Package 5 grouped all the work on non-intrusive monitoring. Work Package 6 was devoted to the Module 1
end-of-project-reporting.
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The main achievements, per partner are:

e ANDRA has succeeded in the cold compaction of a MX-80 bentonite / quartz sand mixture
prepared as a powder, to obtain the prefabricated buffer rings described in their Dossier 2005 report
to the French Government. ANDRA has also successfully tested the handling of these buffer rings
and their rigidity.

e ONDRAF/NIRAS has demonstrated the feasibility of two different emplacement techniques for
backfilling the annular void around a horizontally disposed high level waste package: (1) projection
of a dry granular material, for which sand, cement, bentonite and mixtures thereof were used, (2)
injection of a custom made high pH grout designed to have the required thermal, chemical and
physical characteristics. Both emplacement techniques have been tested successfully on 2/3"-scale
mockups. The grout injection technique was also tested on a full scale mockup of 30 m in length.
Again, the feasibility of the injection technique was demonstrated, but it was also concluded that the
W/C ratio of the specific grout will need to be reduced in the next phases of the development
process, to ensure that the grout becomes hard shortly after injection. In general, the backfill tests
within ESDRED have provided a broad knowledge basis for this further development process.

e NAGRA, using auger technology and a reduced-scale steel model of a horizontal disposal drift with
a waste container disposed on a cradle of prefabricated bentonite blocks, has tested the emplacement
of a range of bimodal mixtures of granular bentonite. NAGRA succeeded in achieving the desired
dry density of the emplaced buffer material.

e GRS has been (and continues) running performance tests on four seals of different clay/sand
composition in boreholes at the Mont Terri URL since October 2005. The results so far of these in-
situ tests, and also the results obtained from the preceding (and still ongoing) laboratory mockup
tests, confirm the advantageous sealing properties of moderately compacted clay/sand mixtures.
Such advantageous sealing properties were previously determined on small samples under ideal
conditions in the laboratory. However the seal saturation rates (in the mockup and in-situ) are much
slower than predicted by computer models based on earlier work. Hence the in-situ gas entry/break-
through injection tests will now most probably be executed around mid-2009. Since the beginning
of ESDRED it has always been recognized that the duration of the in-situ tests could easily extend
beyond the contractual end date of the Project. The work already completed and the results obtained
have considerably advanced the knowledge base regarding moderately compacted bentonite/sand
seals in clay host rocks.

e NDA has been successfully conducting a development program to advance the knowledge regarding
non-intrusive monitoring based on seismic tomography. A series of measurement campaigns
performed around the HG-A tunnel in the Mont Terri URL have been performed. To interpret the
information provided by the seismic echoes, an anisotropic model of the clay test environment has
been developed and an associated full wave inversion code is being developed, in cooperation with
the Swiss Federal Institute of Technology (ETH Zurich) as a part of an ongoing PhD programme.
Due to a rescheduling of the HG-A experiment, the last campaign is now anticipated to take place in
mid-2009. The performance of this final testing, and the finalization of the wave inversion code,
will contribute to the already gathered knowledge base.

e EURIDICE have prepared the design of the PRACLAY seal steel support structure and have
selected MX-80 as the swelling material to be used. The latter selection has involved a literature
study, a series of scoping calculations by aid of a computer code and laboratory testing (e.g. at the
CERMES institute) focusing on a number of specific aspects related to the interaction of the
swelling material and the Boom Clay host rock. The actual in-situ installation of the seal in the
PRACLAY gallery remains to be completed. Due to a rescheduling of works, the in-situ installation
of the PRACLAY seal will fall beyond the contractual end date of ESDRED. The installation is
now foreseen for the second quarter of 2009. The work by EURIDICE, especially the actual in-situ
implementation, will have advanced the phenomenological and technical knowledge base related to
the construction of a hydraulic seal in a disposal gallery.
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To summarize: at the end of the contractual project time frame, ESDRED Module 1 has achieved all of its
objectives. There is one experiment (PRACLAY seal) that is awaiting mid-2009 for work to be finalized
and there are two experiments (SB seals and non-intrusive monitoring) that can expect an interesting
contribution from additional work that will be performed in 2009 independent of the ESDRED Project.
Results on non-intrusive monitoring will be fully reported as part of the MoDeRn Project while the SB
experiment will generate a stand alone public document.

33 Conclusions and lessons learned

Regarding the construction of the buffer/backfill around emplaced HLW canisters, ESDRED developed a
number of off-the-shelf solutions up to a certain level of completeness. These solutions or certain
technological aspects thereof, are ready to be shared among partner countries whenever the need might
arise.

Regarding the construction of seals in a clay-based repository, the phenomenological and technological
knowledge base has been advanced by virtue of two different experiments (SB and PRACLAY seal)
conducted as part of ESDRED. This knowledge base will continue to expand in the future as these
experiments will be carried on beyond ESDRED. The contribution by ESDRED is however only a first step
forward and many more steps will have to be taken in the development of repository sealing techniques.

Regarding non-intrusive monitoring, seismic tomography and the analysis of the data produced by ESDRED
has been developed up to a certain level as a useful technique that can be shared among partner countries.
So far, the development has focused on applications in a clay repository, but the technology is expandable to
other host rocks.

In the course of the project, the partners within Module 1 have developed a better understanding of each
other’s solutions and the technical challenges involved. This in turn has lead to a better self critical analysis
and understanding of each organisation’s own solutions. Most of all however, five years of collaboration
have led to the formation of a network for cooperation between technological experts within the partner
organisations. This has generated collaborative spin-off projects, of which the non-intrusive monitoring
experiment at Grimsel URL (TEM Project) is a good example. It has also provided the foundation for cross-
organizational initiatives, of which some have been accepted for the 7" EC Framework Program, such as the
MoDeRn Project on monitoring. It is this kind of collaboration, more than anything else, which contributes
significantly to European integration. To have achieved this is a credit to the ESDRED Project and certainly
also to the work in within Module 1.
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APPENDIX 1 :LIST OF PEOPLE WHO PARTICIPATED IN
MODULE 1

The following were the ESDRED partner organizations within Module 1:

1. ONDRAF/NIRAS (the Belgian waste management organization), fulfilling the role of Module Leader
ANDRA (the French waste management organization)

NAGRA (the Swiss waste management organization)

GRS (German nuclear expert organization)

EURIDICE (Economic Interest Group created by ONDRAF/NIRAS and the Belgian nuclear research
institute SCK.CEN)

6. NDA (the British Nuclear Decommissioning Authority)

nbkhwn

Note that ENRESA (the Spanish waste management organization) was originally included in Module 1, but
stepped out in the course of the Work Package 1. Also note that NDA has replaced NIREX since 2007, as part
of the general take-over of activities by the former.

The main subcontractors or supporting organizations in Module 1 were:

*  For the backfilling of an annular gap (by ONDRAF/NIRAS):
0 Grout backfill material: BASF (after taking over DEGUSSA)
0 Mockup construction and backfilling: SMET-TUNNELLING
0 Dry granular materials vehicle design and assembly: SCK.CEN, BAUDOUIN

* For the prefabrication of bentonite rings (by ANDRA): a consortium called GME, which included:
0 Laboratory testing: CEA
0 Mould: SEGULA, Clay Technology, Ferry Capitain, Creusot Mécanique

* For emplacement of granular buffer in annular configuration (by NAGRA):
0 Computer modeling: ITASCA
0 Laboratory testing: ETH Ziirich, Clay Technology

* For the clay/sand seal performance testing (SB experiment, by GRS): no main subcontractors

* For the seal material installation testing (by EURIDICE):
0 Laboratory testing: CERMES
0 Seal steel support structure design and installation: SMET-TUNNELLING
0 Bentonite provider: MPC

*  For the non-intrusive monitoring testing (by NDA):
0 Computer modeling: ETH Ziirich
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The following persons played a representative role for the partners in Module 1:

Organization Name First Name
ONDRAF/NIRAS BEL Johan
ONDRAF/NIRAS DE BOCK Chris
ANDRA LONDE Louis
ANDRA BOSGIRAUD Jean-Michel
ANDRA SEIDLER Wolf
NAGRA BLUEMLING Peter
NAGRA WEBER Hanspeter
NAGRA FRIES Thomas
GRS ROTHFUCHS Tilmann
EURIDICE BERNIER Frédéric
EURIDICE VERSTRICHT Jan

NDA BREEN Brendan
NDA JOHNSON Mark
ENRESA HUERTAS Fernando

Note: the role of Module 1 Leader was fulfilled by Chris De Bock (ONDRAF/NIRAS)
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APPENDIX 2

: LIST OF MODULE 1 DELIVERABLES AND

DISSEMINATION LEVEL
Dissemi
Reference Title Date nation
Level
Mod1-WP1-D1 Input Data and Functional Requirements December 23" RE
2004
Mod1-WP2-D2.1 Basic Design of Several Buffer August 24™ RE
Configuration (Preliminary) 2005
Mod1-WP2-D2.2 Basic Design of Several Buffer January 11" RE
Configuration (Final) 2006
Mod1-WP3-D3 In-Workshop Demonstration of Buffer February 28™ RE
Prefabrication / Installation 2007
Mod1-WP4-D4 Report on In-Situ Test Configurations December 18™ PU
2008
Mod1-WP5-D5 Testing Non-Intrusive Monitoring Systems | December 12" PU
2008
Mod1-WP6-D6 Evaluation and Final Report Date of this PU
Report
Dissemination Level:
PU: Public
RE: Restricted
CO: Confidential
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APPENDIX 3 :LIST OF ALL ESDRED FINAL REPORTS

Reference Title Dissemination
Level
Mod1-WP6-D6 Module 1 (Buffer Construction Technology) PU
Final Report

Mod2-WP7-D8 Module 2 (Waste Canister Transfer & Emplacement | PU
Technology)

Evaluation and Final Report

Mod3-WP5-D6 Module 3 (Heavy Load Emplacement Technology) PU

Evaluation and Final Report

Mod4-WP4-D9 Module 4 (Temporary Sealing Technology) PU

Evaluation and Final Report

Mod5-WP5-D11 Final Report on Communication Actions PU
Mod5-WP9-D12 | Leaflet on ESDRED Results PU
Mod6-WP4-D6 Final Summary Report PU

Dissemination Level:
PU: Public

RE: Restricted

CO: Confidential
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APPENDIX 4 :LIST OF ACRONYMS

ACRONYM | EXPLANATION

AE Acoustic Emission monitoring

BET Brunauer-Emmett-Teller (method for material specific surface area measurement)
C Waste Canister Containing High Level Vitrified Waste

CuU Spent Fuel Canister (ANDRA)

CU1 SF Waste Canister Containing 4 Spent Fuel Rods (ANDRA)

Cu2 SF Waste Canister Containing 1 Spent Fuel Rod (ANDRA)

EB “Engineered Barrier” (project at Mont Terri)

EBS Engineered Barrier System

EC European Commission

EDZ Excavation Damaged Zone

ERI Electric Resistance/impedance Imaging (a.k.a. geo-electric)

ESDRED Engineering Studies and Demonstration of Repository Designs

ETH Fidgendssische Technische Hochschule (Ziirich Technical University)
EU European Union

FEBEX “Full-scale HLW Engineered Barriers Experiment” (project at Grimsel)
GPR Ground-Penetrating Radar

HLW High Level Waste

ID Inside Diameter

ILW Intermediate Level Waste

IP(C) Integrated Project (Coordinator)

KBS-3H SKB/POSIVA Horizontal Disposal Concept (reference concept in ESDRED)
KBS-3V SKB/POSIVA Vertical Disposal Concept (national reference concept)
meq Milliequivalent (used to express the cation balance per 100 g of dry matter)
MIP Mercury Intrusion Porosimetry

MOX Mixed Oxide nuclear fuel (uranium mixed with plutonium)

MS Microseismic monitoring

MTRL Mont Terri Rock Laboratory

NEA Nuclear Energy Agency

O/N ONDRAF/NIRAS

OD Outside Diameter

OPC Ordinary Portland Cement

pH Unit of measure for acidity and alkalinity of a material

PVC Polyvinyl Chloride

SB Project SB (Self-sealing Clay/Sand-Barriers) at Mont Terri

SF Spent Fuel

TBM Tunnel Boring Machine

TDR Time-Domain Reflectometry

TEM “Testing and Evaluation of Monitoring Techniques” (project at Grimsel)
THM Thermo-Hydro-Mechanical

TTE Through-the-earth (monitoring techniques)

UCS Unconfined Compressive Strength

URL Underground Research Laboratory

W/C Water over Cement Ratio

wt% Percentage based on weight
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APPENDIX S : COMMON GLOSSARY

WORD Per IAEA DEFINITION

ALARA yes An optimization process for determining what level of protection
and safety makes exposures, and the probability and magnitude
of potential exposures, “as low as reasonably achievable,
economic and social factors being taken into account”.

Backfill yes The material used to refill excavated portions of a repository
(drifts, disposal rooms or boreholes) during and after waste has
been emplaced

Barrier yes A physical obstruction that prevents or delays the movement of
radio nuclides or other material between components of a
system, for example a waste repository. In general a barrier can
be an engineered barrier (see EBS below) or a natural or
geological barrier.

Behind away from the dead end of a disposal cell/drift

Bentonite yes A soft light colored clay formed by chemical alteration of
volcanic ash. It is composed essentially of montmorillonite and
related minerals of the smectite group. Bentonite is used as
backfill and buffer material in repositories.

Buffer yes Any substance placed around a waste package in a repository to
serve as an additional barrier to: stabilize the surrounding
environment; restrict the access of groundwater to the waste
package; and reduce by sorption the rate of eventual
radionuclide migration from the waste

Canister See « waste container »

Cask yes A vessel for the transport and/or storage of spent fuel and other
radioactive materials. The cask serves several functions. It
provides chemical, mechanical, thermal and radiological
protection, and dissipates decay heat during handling, transport
and storage.

Clay Within ESDRED this refers to indurated clay in the form of clay
stones and argillites. Clays differ greatly mineralogically and
chemically but ordinarily their base is hydrous aluminum
silicate. NB: “Swelling clays” refers to specific types of clays
used in EBS (see “Bentonite”) and in seals.
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WORD

Per IAEA

DEFINITION

Conditioning

yes

Those operations that produce a waste package suitable for
handling, transport, storage and/or disposal. Conditioning may
include the conversion of the waste to a waste form, enclosure of
the waste in canisters, and, if necessary, providing an over pack.

Criticality

Per US
Nuclear
Regulatory
Commission

A term used in reactor physics to describe the state when the
number of neutrons released by fission is exactly balanced by
the neutrons being absorbed (by the fuel and poisons) and
escaping the reactor core. A reactor is said to be "critical" when
it achieves a self-sustaining nuclear chain reaction, as when the
reactor is operating. In waste disposal designs the objective is to
keep any fissile material in a sub-critical state so that any heat
generated is due to natural decay only.

Decline

An excavation, in rock, for providing access from surface to the
underground. Also called a ramp or access ramp. Essentially an
inclined tunnel.

Demonstrator

A custom designed prototype piece of equipment built to prove a
design concept and to show that it works; hence used to
demonstrate.

Disposal

yes

The emplacement of waste in an appropriate facility without the
intention of retrieval i.e. permanently.

Disposal Cell

Typically a short tunnel/drift/borehole excavated in an
underground repository for the purpose of disposing packages of
radioactive waste.

Disposal Drift

Typically a long tunnel/drift excavated in an underground
repository for the purpose of disposing packages of radioactive
waste

Disposal
Package

The final Waste Package which is placed into a repository
without further conditioning i.e. the Super-Container, the
Primary Package with over pack or the Primary Package without
over pack.

Drift

A horizontal or nearly horizontal mined passageway

EBS

yes

Engineered barrier system; the designed or engineered
components of a repository including waste packages and other
engineered barriers. See also definition of barrier above.

EDZ

Excavation damage zone; used to describe the area surrounding
a rock excavation which has been altered by excavation from its
initial state usually by the formation of fractures or micro
fissures.
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WORD Per IAEA DEFINITION

ESDRED This is a variation of the reference National Concept which is

Concept used within the ESDRED Project. Example: Sweden's national
concept is "Vertical" however SKB's concept within ESDRED is
horizontal

Front, in front towards the dead end of a disposal cell/drift

of

Functional Generally refers to expected functions and associated levels of

Requirements performance that must be met by one or several design elements.
Within ESDRED, similar to flexible design criteria or flexible
input data; generally refers to criteria or elements that are open
to discussion and/or negotiation

Gate A type of radiation protection door installed on a cask as well as
on the head of a disposal cell.

Hoist A machine, driven by an electric motor, used to raise or lower a
conveyance in a shaft.

HRL Like a URL (see below) but located in hard crystalline rock.

Implementer The private corporation or public body responsible for
constructing and operating a repository.

Input Data Within ESDRED, similar to fixed design criteria; generally
refers to criteria or elements that are unavoidable and not open to
discussion and/or negotiation

Long Term Generally intended to mean extending in time beyond the final
closure of a repository

Matrix A non-radioactive material used to immobilize waste. Examples
of matrices are bitumen, cement, various polymers and glass

Matrix diffusion Diffusion of solutes from a water-bearing fracture to pores and
microfractures of the adjacent rock matrix and vice versa

Overpack yes A secondary (or additional) outer container for one or more
waste packages, used for handling, transport, storage or disposal.

Plug Sometimes used interchangeably with SEAL but not within
ESDRED where it refers to a concrete mass that serves as a
backstop or abutment to resist the pressures eventually exerted
on a seal by the swelling buffers.

Primary A package of radioactive material as delivered by the producer;

Package before conditioning, for disposal

Ramp See decline.
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WORD Per IAEA DEFINITION

Repository A nuclear facility where waste is emplaced for disposal

Repository The combination of the repository and the host rock

system

Retrievability The ability provided by the repository system, to retrieve waste

(EUR 19145) packages for whatever reason retrieval might be wanted for.

Reversibility Implies a step wise disposal process and in particular refers to
the ability of a repository system, for whatever reason, to reverse
the steps that have been executed so far in its development.

Safety Case yes An integrated collection of arguments and evidence to
demonstrate the safety of a facility. This will normally also
include a safety assessment.

Salt One of the 3 main host rocks being considered worldwide for the
disposal of highly active waste materials.

Seal yes Engineered barriers placed in passages within and leading to a
repository to isolate the waste and to prevent seepage leakage of
water into or radionuclide migration from the repository area.
Sealing is performed as part of repository closure process.

Shaft A vertical access way, excavated in overburden (if any) and
bedrock, used to connect the surface with one or more horizons
underground. Typically outfitted with one or more hoist and one
or more conveyances unless used exclusively for ventilation in
which case it may be left bald.

Shielding yes A material interposed between a source of radiation and persons,
or equipment or other objects, in order to absorb radiation and
thereby reduce radiation exposure.

Shotcrete Mortar or concrete pneumatically projected onto a surface at
high velocity.

Spent Fuel yes Nuclear fuel removed from a reactor following irradiation,
which is no longer usable in its present form because of
depletion of fissile material & build up of poison or radiation
damage.

Storage yes The holding of spent fuel of radioactive waste in a facility that
provides for its containment, with the intention of retrieval.
Storage is by definition an interim measure.

Super Generally seen as a disposal package that, unlike other disposal

Container packages also incorporates bentonitic or cementitious buffer

material.
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WORD

Per IAEA

DEFINITION

Transmutation

yes

The conversion of one element into another. Transmutation is
under study as a means of converting longer lived radionuclides
into shorter lived or stable radionuclides.

Transuranic
Waste

Alpha bearing waste that consists of material contaminated with
elements that have atomic numbers greater than that of uranium
(92), the heaviest natural element.

URL

yes

Underground Research Laboratory constructed for the purpose
of conducting in-situ testing. The objective is to conduct tests in
a geological environment that is essentially equivalent to the
environment of a potential repository.

Waste

Material in gaseous, liquid or solid form for which no further use
is foreseen

Waste
Container

yes

The vessel into which the waste form is placed for handling,
transport, storage and/or eventual disposal; also the outer barrier
protecting the waste from external intrusions. The waste
container is a component of the waste package. For example, the
“canister” into which molten HLW glass would be poured.

Waste form

Waste in its physical and chemical form after treatment and/or
conditioning (resulting in a solid product) prior to packaging.
The waste form is a component of the waste package

Waste Package

yes

The product of conditioning that includes the waste form and

any container(s) and internal barriers (e.g. absorbing materials
and Liners), prepared in accordance with the requirements for
handling, transport, storage and/or disposal.

Wireless
Monitoring

System for monitoring phenomenology in front of a seal or plug
without installing cables or wires through any of the barriers
intended to isolate one or more disposal packages
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